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• APPROV.~;:s: ~ ";,'\'<y PRODUCING PIANT CANCELS: J 6003 
l 

/fi:l,l( -JJ{) l;l1fll11' SEATTLE DATE: 8/25/69 

BULLETIN ~ 9 
DESCRIPTION % POUNDS G.ULOHS I 

220 1\hlting 49.63 1000 /!CJ v I 
251 ?vrica, WMC P 80F 14.89 300 I 
260 Sericite, Narvon 19.85 400 

045 Asbestos ?RF 10 7.44 150 /00 

166 Hamaco 2'17 2.48 50 
--

330 Polyvinyl Alcohol 
. 

-1.98 40 

! 164 Glyoxal 80% .40 8 

453 Preservative .10 2 

!. 21,5 Thickener .50 10 

!. 441 HC Talc 2.48 50 

• t't5/t Nopco PD l .25 5 -
TOTAL 100.00 2015 

-
.. 

MANUFACT:JHING INSTR-JCTIONS: 
-

l. See Process BuUetin J 303. 
2. Mixing ti.':le shall be 8 minutes minimwn and 12 minutes maximum. 

QUALTTY COHTHOL: 

TM-1 · Viscosity, 150 gm cylinder @ 5 sec 38 - ItO irun 

TJI,.f-3 Tape Bond 9 - 10 

T1~t.-6 Application Equ3l to Standcn·d 

TM-7 Workability Equal to St~ndlii'd • 'l'IA-35 0.2~ l~or:ic Ac:id Test No firr:1 gel z,fter 1 w:u.-•• 

c=='·4l=C~~C. -- -- .• - - -------------~------------------ ---- I 
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PR'ODUCT BUlJ-"ETI N I' ,i 
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BULLETIN NO: J 6003 
r.;nv"ATL /"C('-r?C'SQPY JOI!~T CC.:.PUH:D · / I l 

tt---p-~_o_~_,~_T_s_' __ '"_"_··--H~~-----(P_O_L_u_.~_-h_·r_G·'--o-A-SE-)-----I---~-:_~_E_~ ________ ~_/_~.-~--?23------_jJ 
APPROVA~S: 11 ·tE-~";j CANCELS: J 600) I' 

tjfJ.f/C){Q Q,~~'<PJ.'f' SEATTLE DATE: 8/25/69 
~~~~~~~~~--------~-------L---------------------J <j 

PRODUCT S r:CIFICATIONS: 

Test Hcthod 

TM-l 

TM-1A 

TM-2 

TM-3 

TM-3 

TM-5 

TM-9 

T!f.-10 

TM-12 

TM-16 

1'M-18 

TM-25 

Viscosity 150 gm cylinder @ 5 sec 
200 gm to 170 cc water 

Viscosity (mixing water of 170 cc/ 
200 gm) (.Sq T.C.,@ 5 RH.J, Helipath 
motor on) 

pH (Beckm2n meter) 

Tape Bond @ 70°F, 40-70% RH 
0 

Tape Bond 3 42 F, 50-90% RH 
(after recovery at r8om temperature) 

Open Time @ 70°F (winutes) 

. Shrinkage (cup method), maximum 

Edge Crackinr; @ ncPp (normal test) 

Grit - percent total 

Rate of Wettinc; (seconds) 

V/a.ter Resistance( mtr.utes) 

Normal Application ConsistencyJ cc 

38 - 1,0 mm 

150,000 to )2),000 cps 

8.0 to 9.2 

9 - 10 

8 - 9 

15 minitr,wn 

32% 

.All prwsinc:: 80 r:·.e£h 
screen 0. 055~ 

30 maximli!ll 

2 rninimmr1 

82 - 87 
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